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INDE X

TECHNICALSPECIFICATION

S.NO. DESIGN NO.  FINISH DESIGN NAME o S.NO. DESIGNNO.  FINISH DESIGN NAME B, S.NO. DESIGNNO.  FINISH DESIGN NAME 8,
1 SDL-1001 SHG Super White 43 114 SDL-3003 WST Dark Walnut 12 227 SDL-3040 SFT Exodus Woodcuts 48
2 SDL-1001 SFT Super White 56 115 SDL-3003 SHG Dark Walnut 28 228 SDL-3041 LW Lacebark Walnut 63
3 SDL-1001 SF Super White 100 116 SDL-3003 LW Dark Walnut 64 229 SDL-3041 LL Lacebark Walnut 67
4 SDL-1002 GMR Frosty White 8 117 SDL-3003 VB Dark Walnut 80 230 SDL-3041 SF Lacebark Walnut 94
5 SDL-1002 SHG Frosty White 43 118 SDL-3003 ASH-VZ Dark Walnut 88 231 SDL-3042 VNR Leping Walnut 77 .
6 SDL-1002 SFT Frosty White 56 119 | SDL-3003 SF Dark Walnut 95 232 | sDL-3042 QB Leping Walnut 85 PROPERTIES Specrﬁed Value as per Skydecol‘
7 SDL-1002 LL Frosty White 68 120 | SDL-3004 SNF Dark Grey Pine 15 233 | SDL-3042 SF Leping Walnut 93 1S:2046-1995 Type S, HGS Confirms
8 SDL-1002 MB Frosty White 76 121 SDL-3004 SHG Dark Grey Pine 29 234 SDL-3043 LL Light Dutch Oak 67
9 SDL-1002 SF Frosty White 100 122 SDL-3004 SF Dark Grey Pine 95 235 SDL-3043 WB Light Dutch Oak 83 .
10 SDL-1003 SHG Persian Violet 43 123 | SDL-3005 SHG Glaced Walnut Bark 29 236 | SDL-3043 SF Light Dutch Oak 94 Thickness 0.8 mm (i0.05 mm )
11 SDL-1003 SF Persian Violet 100 124 SDL-3005 TP Glaced Walnut Bark 72 237 SDL-3044 TP Dark Dutch Oak 71 Resistance to su rface wear >300 (reVOIUﬁon) V
12 SDL-1004 SHG Lavender 43 125 SDL-3005 SF Glaced Walnut Bark 94 238 SDL-3044 MB Dark Dutch Oak 74
13 SDL-1004 SF Lavender 100 126 SDL-3006 SHG Rich Walnut 29 239 SDL-3044 WB Dark Dutch Oak 82
14 SDL-1005 SHG Polar Blue 43 127 SDL-3006 TP RiCh Walnut 71 240 SDL-3045 SHG Dark Duress Wood 25 ReS|Stance to |mmerS|0n |n b0|||ng Water
15 SDL-1005 SF Polar Blue 100 128 SDL-3006 QB Rich Walnut 86 241 SDL-3045 MB Dark Duress Wood 74 . o .
16 | SDL-1006 GMR Slate Grey 8 129 | SDL-3006 ASH-VZ Rich Walnut 88 242 | SDL-3046 SHG Flame Dark Wood 25 -Mass increase (%) 8 (Maximum) v
17 | spL-1006 SNF Slate Grey 17 130 | SDL-3006 SF Rich Walnut 9 243 | sDL-3047 SFT Brescan Walnut 47 -Thickness increase (%) 10 (Maximum) Y
18 SDL-1006 SHG Slate Grey 43 131 SDL-3007 SHG Light Grey Pine 30 244 SDL-3047 LW Brescan Walnut 63
19 SDL-1006 SFT Slate Grey 56 132 SDL-3007 SFT Light Grey Pine 48 245 SDL-3048 SFT Mystique Walnut 47
20 SDL-1006 SF Slate Grey 100 133 | SDL-3007 VNR Light Grey Pine 78 246 | SDL-3048 VB Mystique Walnut 80 Resistance to dry heat 180°C Not worse than 4 \/
21 SDL-1007 SHG Hunter Green 44 134 SDL-3007 SF Light Grey Pine 93 247 SDL-3049 SF Swarna Gold 98
22 SDL-1007 SF Hunter Green 100 135 SDL-3008 SHG Choco Sawline 28 248 SDL-3050 WST Gambel Oak 11
23 | SDL-1008 SHG Bloom Green 44 136 | SDL-3008 SF Choco Sawline 95 249 | SDL-3050 FT Gambel Oak 19 Dimensional stability at deviated temperature
24 SDL-1008 SF Bloom Green 100 137 SDL-3009 SHG Sandalwood 28 250 SDL-3050 SHG Gambel Oak 24 . . .
25 SDL-1009 SHG Black Currant 43 138 [ SDL-3009 VNR Sandalwood 78 251 | SDL-3050 SFT Gambel Oak 46 -LOI’\gItUd inal (%) 0.5 ( Maximu m) \/
26 SDL-1009 SF Black Currant 100 139 SDL-3009 WB Sandalwood 84 252 SDL-3050 QB Gambel Oak 85 0 H
27 SDL-1010 SHG Fiesta Rose 43 140 SDL-3009 SF Sandalwood 95 253 SDL-3050 SF Gambel Oak 93 -Transverse ( A) 0.9 ( Maximum ) \/
28 SDL-1010 SF Fiesta Rose 100 141 SDL-3010 SHG Goldern Oxid 31 254 SDL-3051 SHG Dalton Oak 24
29 SDL-1011 SHG Beige 43 142 | sDL-3011 SHG Caspio Clay 38 255 | SDL-3051 SFT Dalton Oak 46 Dimensional sta bi|ity at 20°C
30 SDL-1011 SFT Beige 56 143 SDL-3011 STN Caspio Clay 59 256 SDL-3051 SF Dalton Oak 93 . .
31 SDL-1011 SF Beige 100 144 SDL-3012 SHG Travistio Gold Wood 26 257 SDL-3052 SHG Seselle Oak 24 -Lo ngltu dinal (%) \/
32 SDL-1012 SHG Chocolate 44 145 SDL-3012 SFT Travistio Gold Wood 48 258 SDL-3052 SFT Seselle Oak 46 -Transverse (% ) \/
33 SDL-1012 SF Chocolate 100 146 SDL-3012 MB Travistio Gold Wood 75 259 SDL-3052 LW Seselle Oak 62
34 SDL-1013 SHG Poppy Pink 43 147 SDL-3012 SF Travistio Gold Wood 94 260 SDL-3052 VNR Seselle Oak 77 . . .
35 | spbL-1013 SF Poppy Pink 100 148 | SDL-3013 SHG Sandstone Beige 29 261 | SDL-3052 SF Seselle Oak 93 Resistance to impact by small diameter ball 17.5N (Minimum) v~
36 SDL-1014 SHG Ivory 43 149 SDL-3013 SFT Sandstone Beige 47 262 SDL-3053 GMR Verona Pine 6
37 SDL-1014 SFT Ivory 56 150 SDL-3013 SF Sandstone Beige 98 263 SDL-3053 WST Verona Pine 11 . .
38 | SDL-1014 SF Ivory 100 151 | sSDL-3014 SHG Sandstone Brown 29 264 | SDL-3053 SNF Verona Pine 14 Resistance to cracking Not worse than 4 v
39 SDL-1015 GMR Black 8 152 SDL-3014 SFT Sandstone Brown 48 265 SDL-3053 SHG Verona Pine 22
40 SDL-1015 SHG Black 44 153 SDL-3014 MB Sandstone Brown 76 266 SDL-3053 WB Verona Pine 82 . . . .
41 SDL-1015 SFT Black 56 154 SDL-3014 SF Sandstone Brown 98 267 SDL-3053 ASH-HZ Verona Pine 90 Res | Sta nce tO Scratc h I ng 2 N ( M nimu m) V
42 SDL-1015 LL Black 67 155 SDL-3015 SHG Dandy Wood 30 268 SDL-3053 SF Verona Pine 92
43 SDL-1015 TP Black 72 156 SDL-3015 SFT Dandy Wood 48 269 SDL-3054 GMR Willowood 5 H ini
44 SDL-1015 QB Black 86 157 SDL-3015 SF Dandy Wood 96 270 SDL-3054 SHG Willowood 23 Resistance to staini ng Not worse than 5 \/
45 SDL-1015 SF Black 100 158 SDL-3016 SHG Dandy Wood Brown 30 271 SDL-3054 LL Willowood 66
46 SDL-1016 GMR Ash Grey 8 159 SDL-3016 SFT Dandy Wood Brown 48 272 SDL-3054 ASH-VZ Willowood 87 Resistance to colour Change (WOOd standards)
47 SDL-1016 SHG Ash Grey 43 160 SDL-3016 SF Dandy Wood Brown 96 273 SDL-3054 ASH-HZ Willowood 89 .
48 SDL-1016 SFT Ash Grey 56 161 | SDL-3018 WST Brown Walnut 12 274 | SDL-3055 WST Texas Walnut 10 -In Xenon arc |Ight Not worse than 6 \/
49 SDL-1016 QB Ash Grey 86 162 SDL-3018 SHG Brown Walnut 25 275 SDL-3055 SHG Texas Walnut 21 H
50 SDL-1016 SF Ash Grey 100 163 SDL-3018 SFT Brown Walnut 47 276 SDL-3055 SFT Texas Walnut 45 -In enclosed Carbon arc Ilght Not worse than 5 \/
51 SDL-1017 SHG Red 43 164 SDL-3018 LW Brown Walnut 64 277 SDL-3055 LW Texas Walnut 61
52 SDL-1017 SF Red 100 165 SDL-3018 TP Brown Walnut 72 278 SDL-3055 LL Texas Walnut 66 Resistance to Ciga rette burns Not worse than 3 \/
53 SDL-1018 SHG Orange 43 166 SDL-3018 ASH-VZ Brown Walnut 88 279 SDL-3055 VB Texas Walnut 79
54 SDL-1018 SF Orange 100 167 SDL-3018 SF Brown Walnut 95 280 SDL-3055 ASH-VZ Texas Walnut 87 .
55 SDL-1019 SHG yellow 44 168 SDL-3019 SHG Camphor Brown Oak 32 281 SDL-3055 ASH-HZ Texas Walnut 89 Resistance to steam Not worse than 4 W
56 SDL-1019 SF yellow 100 169 SDL-3019 SFT Camphor Brown Oak 47 282 SDL-3056 GMR Mayon Teak 6
57 SDL-1020 SNF Cappuccino 17 170 SDL-3019 VNR Camphor Brown Oak 78 283 SDL-3056 LW Mayon Teak 62 . .
58 | SDL-1020 SHG Cappuccino 43 171 | SDL3019 SF Camphor Brown Oak 9% 284 | SDL-3056 SF Mayon Teak 92 Appearance Should be free from foreign particles \"d
59 SDL-1020 SFT Cappuccino 56 172 SDL-3020 SHG Encanto Cherry 32 285 SDL-3057 GMR Strober Teak 5
60 SDL-1020 SF Cappuccino 100 173 SDL-3020 VNR Encanto Cherry 78 286 SDL-3057 FT Strober Teak 19
61 SDL-1021 FT Light Taupe Beige 20 174 SDL-3020 SF Encanto Cherry 97 287 SDL-3057 SHG Strober Teak 23
62 SDL-1021 SHG Light Taupe Beige 43 175 SDL-3021 WST Rust Mimdano 12 288 SDL-3057 SFT Strober Teak 45
63 SDL-1021 SFT Light Taupe Beige 56 176 SDL-3021 SHG Rust Mimdano 31 289 SDL-3057 VNR Strober Teak 77
64 SDL-1022 SNF Light Fawn Beige 17 177 SDL-3021 SFT Rust Mimdano 47 290 SDL-3057 ASH-HZ Strober Teak 90
65 SDL-1022 FT Light Fawn Beige 20 178 SDL-3021 WB Rust Mimdano 82 291 SDL-3057 SF Strober Teak 92 . : H
66 SDL-1022 SHG Light Fawn Beige 43 179 SDL-3021 SF Rust Mindano 96 292 SDL-3058 SHG Natural Drift 22 PRODUCT : Pa per based decoratlve Ia mi nated Sheet
67 SDL-1022 SFT Light Fawn Beige 56 180 SDL-3022 SHG Dark Urban Oak 32 293 SDL-3059 WST Mangrove Walnut 10
68 SDL-1023 SHG Fawn Beige 43 181 SDL-3022 LL Dark Urban Oak 68 294 SDL-3059 SHG Mangrove Walnut 21 S |Z E : 2 440 X 1 2 2 0 mm
69 SDL-1023 SFT Fawn Beige 56 182 SDL-3023 SHG Rainer Sapwood 31 295 SDL-3059 LW Mangrove Walnut 61
70 SDL-1024 FT Brazillan Sand 20 183 SDL-3023 LW Rainer Sapwood 64 296 SDL-3059 MB Mangrove Walnut 73
71| sbL-1024 SHG Brazilian Sand 43 184 | SDL-3023 i Rainer Sapwood 68 297 | SDL3050 | ASHVZ Mangrove Walnut 87 THICKNESS : 0.8mm (iO .0O5mm )
72 SDL-1024 SFT Brazillan Sand 56 185 SDL-3023 MB Rainer Sapwood 75 298 SDL-4001 STN Brown Mirage 59
73 SDL-1025 FT Dark Beige 20 186 SDL-3023 SF Rainer Sapwood 96 299 SDL-4002 SHG Tanned Marble 38
74 SDL-1025 SHG Dark Beige 43 187 SDL-3024 SHG Antique Oak 32 300 SDL-4003 SHG Statuario Marble 37 : ] ; )
75 | SDL-1025 SFT DETRESTE 6 188 | SDL.3025 HG Golden Current 31 301 | SDL-2003 SFT Statuario Marble ) MAINTENANCE : Clean with mild soap solutions of house hold detergent, abrasive cleaners should not be used.
76 SDL-1026 SHG Tomatino Flamingo 43 189 SDL-3025 LW Golden Current 64 302 SDL-4003 STN Statuario Marble 60 itis recommended for vertical use on|y. Avoid direct Sun“ght_
77 SDL-1027 SNF Arctic Green 17 190 SDL-3026 SHG Dark Cairo Walnut 27 303 SDL-4004 STN Ecuador Marble 59
78 SDL-1027 SHG Arctic Green 44 191 SDL-3026 LL Dark Cairo Walnut 68 304 SDL-4005 GMR Pacific Grey 7 . . . .. . . .
=9 | SDL1027 SET Arctic Groon 55 92 | SDL3026 OB DAk Calto WalhUE 36 B DEA005 AT Pacific Grey 37 RESISTANCE : To surface wear, immersion in boiling water, dry heat, impact by small dia. Ball, cigarette burns,
80 SDL-1028 SHG Pastel Blue 43 193 SDL-3026 ASH-VZ Dark Cairo Walnut 88 306 SDL-4005 SFT Pacific Grey 54 staining, scratches, color change in xenon light.
81 SDL-1028 SFT Pastel Blue 56 194 SDL-3026 SF Dark Cairo Walnut 97 307 SDL-4005 STN Pacific Grey 60
82 SDL-1029 SHG Vivid Orange 43 195 SDL-3027 SHG Light Sapwood 26 308 SDL-4006 SHG Athiena Marble 38
83 SDL-1029 SF Vivid Orange 100 196 SDL-3027 SF Light Sapwood 96 309 SDL-4007 SFT White Pietra 52 .
84 SDL-1030 SHG Lemon Yellow 44 197 SDL-3029 SNF Amber LightBrown Wood 15 310 SDL-4007 STN White Pietra 60 ® Guaranteed Thickness.
85 SDL-1030 SF Lemon Yellow 100 198 SDL-3029 SHG Amber LightBrown Wood 27 311 SDL-4008 GMR Black Mirage 7
86 SDL-1031 SHG Lime Green 44 199 SDL-3029 WB Amber LightBrown Wood 84 312 SDL-4008 SHG Black Mirage 38 . . .
87 SDL-1031 SF Lime Green 100 200 | SDL-3029 ASH-VZ Amber LightBrown Wood 88 313 | SDL-4008 SFT Black Mirage 52 ® High Quality Back Sanding.
88 SDL-1032 SHG Electric Blue 43 201 SDL-3029 SF Amber LightBrown Wood 97 314 SDL-4008 STN Black Mirage 59
89 SDL-1032 SF Electric Blue 100 202 SDL-3030 SHG Borneo Brown 26 315 SDL-4009 SHG Black Rustic Marble 36 - T
90 SDL-2001 MTL-HG Metallic Wine 39 203 | SDL-3030 SF Borneo Brown 97 316 | SDL-4010 SHG Grey Marble Flute 33 The samples shown here are only indicative of the colour patterns
91 SDL-2002 MTL-HG Metallic Steel Grey 39 204 SDL-3031 SHG Dessert oak 26 317 SDL-4010 SFT Grey Marble Flute 49 and finishes available.
92 SDL-2002 SMM Metallic Steel Grey 55 205 SDL-3031 SF Dessert oak 97 318 SDL-4011 SHG Coco Marble Flute 34
93 SDL-2004 SNF Metallic White 18 206 SDL-3032 SNF Austin Walnut 15 319 SDL-4011 SFT Coco Marble Flute 50
94 SDL-2004 MTL-HG Metallic White 40 207 SDL-3032 SHG Austin Walnut 25 320 SDL-4012 SHG Black Marble Flute 34 ® Application images shown in the catalogue are for illustration purpose
95 SDL-2004 SMM Metallic White 55 208 SDL-3032 WB Austin Walnut 84 321 SDL-4012 SFT Black Marble Flute 50 | | fer to th tual duct le f I & finish ilabl X
9% SDL-2004 TP Metallic White 71 209 SDL-3033 SHG Brink Oak 30 322 SDL-4013 SHG Satvario Marble 36 only, please refer to the actual product sample for colour nish available. E =0
97 SDL-2005 MTL-HG Metallic Copper 40 210 SDL-3033 SF Brink Oak 98 323 SDL-4013 SFT Satvario Marble 53 Scanf .= .
98 SDL-2006 SNF Metallic Dark Grey 18 211 SDL-3034 SHG Dark Brink Oak 30 324 SDL-4014 SHG Blanco Marble 37 - . . can for more information
99 SDL-2006 MTL-HG Metallic Dark Grey 40 212 SDL-3034 MB Dark Brink Oak 74 325 SDL-4015 SHG Dim Desk Marble 36 Note : Company warrants that all its PrOdUCtS are free from on warranty clause.
100 | SDL-2006 MB Metallic Dark Grey 76 213 | SDL-3034 SF Dark Brink Oak 98 326 | SDL-4015 SFT Dim Desk Marble 53 manufacturing defects and perfectly fit for use under normal
101 SDL-2007 MTL-HG Metallic Regai purple 39 214 SDL-3035 SHG Cherry Walnut 27 327 SDL-4016 SFT Molten Marble 54 i . . HH .
102 SDL-2008 SNF Metallic Blue 18 215 SDL-3035 TP Cherry Walnut 70 328 SDL-4017 GMR Blanko Marble 4 conditions. In case of any claims, the liability of the company is
103 | SDL-2008 MTL-HG Metallic Blue 39 216 | SDL-3035 SF Cherry Walnut 97 320 | SDL-4017 SNF Blanko Marble 16 however limited to the cost of the product only.
104 SDL-2501 SPK-HG Red Dynasty 42 217 SDL-3036 WST Aspen Brown Oak 12 330 SDL-4017 SFT Blanko Marble 51
105 SDL-2502 SPK-HG Black Dynasty 42 218 SDL-3036 SHG Aspen Brown Oak 29 331 SDL-4017 STN Blanko Marble 57
106 SDL-2503 SPK-HG White Dynasty 42 219 SDL-3036 SF Aspen Brown Oak 98 332 SDL-4018 SNF Grey Stromboli 16
107 SDL-2504 SPK-HG Peanut Brown 42 220 SDL-3037 LL Grey Dutch Oak 67 333 SDL-4018 SHG Grey Stromboli 35
108 SDL-2505 SPK-HG Regal Dynasty 42 221 SDL-3037 TP Grey Dutch Oak 70 334 SDL-4018 SFT Green Stromboli 51
109 SDL-3001 SHG Wheat Brown 27 222 SDL-3037 WB Grey Dutch Oak 83 335 SDL-4018 STN Grey Stromboli 58
110 SDL-3001 SF Wheat Brown 95 223 SDL-3037 SF Grey Dutch Oak 93 336 SDL-4019 GMR Green Stromboli 4
111 SDL-3002 SHG Wheat Gelato 28 224 SDL-3038 SHG Brown Flute 34 337 SDL-4019 SNF Green Stromboli 16
112 SDL-3002 TP Wheat Gelato 72 225 SDL-3039 SHG Classic Flute 33 338 SDL-4019 SHG Green Stromboli 35
113 SDL-3002 SF Wheat Gelato 94 226 SDL-3039 SFT Classic Flute 49 339 SDL-4019 STN Green Stromboli 58
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